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ABSTRACT This paper demonstrates an ultra-light weight microwave rotary vane attenuator (RVA) manu-
factured using polymer-based 3-D printing. In addition, for the first time, conductive polylactic acid (PLA)
is rigorously characterized across both X- and Ku-bands (8 to 18 GHz); while acrylonitrile butadiene-styrene
(ABS) has similarly been characterized across Ku-band (12 to 18GHz). Using the results from the conductive
PLA characterization process, an electromagnetic model was created for predicting the performance of the
RVA. It is shown that, even with its complex internal geometrical features, a mix of both dielectric and
conductive PLA buildingmaterials, an assembly ofmultiple parts and amechanically rotating central section,
our experimental proof-of-concept prototype RVA exhibits excellent measured performance across Ku-band.
This tunable microwave control device represents a higher-level of functionality for additive manufacturing,
when compared to a fixed (i.e., non-movable) 3-D printed structure, opening the way for other groups to
routinely 3-D print custom microwave components and subsystems in the not too distant future.

INDEX TERMS Rotary vane attenuator (RVA), additive manufacturing, 3-D printing, fused deposition
modelling (FDM), polymer-jetting (PolyJet), acrylonitrile butadiene-styrene (ABS), polylactic acid (PLA),
conductive PLA, microwave, dielectric characterization, circular waveguide, rectangular waveguide.

I. INTRODUCTION
Rotary vane attenuators (RVAs) are used in waveguide sub-
systems, where precision attenuation standards and broad-
band (frequency invariant) operation are required. At its
center is a rotating circular waveguide section, usually fed
at both ends by a pair of impedance-matched TE10 mode
rectangular-to-circular TE11 mode waveguide transitions. All
three waveguide sections are fitted with resistive vanes,
to suppress unwanted modes, ensuring close agreement to
the ideal law for its attenuation, A (dB) = 10log10

{
sec4(θ)

}
,

where θ is the rotational angular offset of the center section’s

The associate editor coordinating the review of this manuscript and

approving it for publication was Abhishek K. Jha .

vane; providing both high accuracy and precision when
direct-reading of attenuation is required [1]–[5].

Additive manufacturing using polymer-based 3-D print-
ing is an emerging technology that is finding its way
from academic research to commercial exploitation. This
enabling technology has already proven itself withmetal-pipe
rectangular waveguides (MPRWGs) and associated com-
ponents. For example, the authors have already demon-
strated waveguides using various polymer-based 3-D printing
technologies: fused deposition modelling (FDM) at X-band
(8 to 12 GHz) [6], [7]; polymer-jetting (PolyJet) at Ku-band
(12 to 18 GHz) [8]–[10]; stereolithographic apparatus (SLA)
at W-band (75 to 110 GHz) [6]; PolyJet in the WM-570
band (325 to 500 GHz) [11]; and RECILS in the WM-380
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band (500 to 750 GHz) and WM-250 band (750 GHz to
1.1 THz) [12]. More recently, the authors have also demon-
strated the use of FDM, SLA and ultra-low cost masked
stereolithographic apparatus (MSLA) in polymer-based 3-D
printed G-band (140 to 220 GHz) quasi-optical components
and integrated subsystems [13].

There are very few examples of 3-D printed variable
control devices reported in the open literature. The authors
have previously demonstrated MPRWG: (i) variable phase
shifters at both X-band [7] and Ku-band [8], based on mov-
ing acrylonitrile butadiene-styrene (ABS) dielectric inserts;
and (ii) I-Q vector modulator atWM-570 band, based on laser
illuminated silicon implants [11]. In addition, the preliminary
results for a Ku-band RVA was reported by the authors (in
a short national symposium paper, written in Spanish) [9],
based on moving conductive polylactic acid (PLA) resistive
vanes.

Indeed, conductive PLA has added new functionality
to polymer-based 3-D printing of microwave components.
For example, in 2018, Chan et al. implemented conductive
PLA flanges, for sealing Ku-band waveguides with liquid
metal filled walls, as a low-cost solution to avoid conven-
tional metallic plating of 3-D printed parts [14]. This work
employed Conductive Graphene PLA (Black Magic 3D,
USA) having a volume resistivity at DC of only 0.6 ��cm.
Having a higher volume resistivity at DC, in addition to our
Ku-band RVA vanes [9], the authors have demonstrated the
use of Proto-pasta conductive PLA to make G-band tessellat-
ing pyramidal-array radiation absorbent material (RAM) for
quasi-optical subsystems [13].

Here, details of the proof-of-concept 3-D printed rotary
vane attenuator are given for the first time, while also rig-
orously characterizing Proto-pasta conductive PLA in both
X- and Ku-bands; validating this process by characterizing
ABS at Ku-band.

II. RVA DESIGN
A. PRINCIPLE OF OPERATION
Figure 1(a) illustrates an exploded-view for a basic
three-section circular waveguide RVA, with corresponding
orthogonal electric (E)-field decomposition at the differ-
ent reference planes shown in Fig. 1(b) [4], [15]. Each
section initially has an E-field absorbing septum (resistive
vane) in the horizontal plane, which attenuates any parallel
E-field component. Only the normal E-field component can
propagate through the waveguide sections [5]. Therefore,
if the central section is not rotated from its horizontal plane
(i.e., θ = 0), there is ideally no attenuation; no cur-
rent is induced in the absorbing septum. Conversely, with
θ = 90◦, attenuation is theoretically infinite [16]; with
commercial RVAs limited to 60-70 dB of attenuation in
practice.

An important feature of the RVA is that insertion phase and,
therefore, differential-phase group delay do not change as the
rotational angular offset varies within its operational range of
0 ≤ θ ≤ 90◦ [3]. Moreover, the return loss performance

FIGURE 1. Basic three-section circular waveguide rotary vane attenuator
principle of operation: (a) exploded-view with resistive vanes (shown in
black); and (b) orthogonal E-field decomposition at different reference
planes [4], [15].

should not degrade across this operational range. For this
reason, the vane should not be highly conductive. To this
end, Proto-pasta conductive PLA is an excellent choice
for a 3-D printed RVA, as it acts as an electromagnetic
absorber.

With rectangular waveguide test ports, it is necessary
to introduce TE10 mode rectangular-to-circular TE11 mode
waveguide mode-matching transitions, as illustrated by the
computer-aided design (CAD) renderings shown in Fig. 2.

Figure 3 shows the CAD renderings for our Ku-band RVA
design, complete with variable attenuation control screw,
bi-directional clamps and support stand. Figures 3(b) to 3(d)
illustrate the bi-directional clamps, designed to connect the
different waveguide sections of the RVA together; allowing
movement with the same half-clamp orientation. To charac-
terize the back-to-back transitions, movement is avoided with
the opposite half-clamp orientation.

To calibrate the angle of rotation over its 90◦ range,
the center section has an integrated 3-D printed helical gear,
mechanically coupled to an endless screw that is attached
to the support stand, as illustrated in Fig. 3(a). In addition,
3-D printed alignment peaks and troughs, at angular intervals
of 6◦, allows an estimate of the expected level of attenuation.
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FIGURE 2. CAD renderings of the rectangular-to-circular waveguide
transition (resistive vanes not shown): (a) male circular interface;
(b) female circular interface; and (c) cross-sectional view of the female
circular interface transition.

FIGURE 3. CAD renderings for the all 3-D printed rotary vane attenuator:
(a) complete RVA assembly with integrated variable attenuation control
screw (shown in green), bi-directional clamps (shown in red) and support
stand (shown in blue); (b) one half-clamp; (c) two half-clamps in the
same orientation to allow rotation; and (d) two half-clamps in the
opposite configuration to avoid rotation.

B. WAVEGUIDE TRANSITIONS
At the measurement ports, the rectangular waveguide flanges
are based on WR-62 standards, operating at Ku-band, having
internal cross-sectional dimensions of a = 15.7988 mm and
b = 7.8994 mm. This band is suitable for PolyJet 3-D print-
ing, as issues associated with 3-D print accuracy and surface
roughness are negligibly small formost applications [8]–[10];
the latter may be improved with metallization.

Our circular waveguide is based on WC-80 standards;
having a diameter commensurate with the widest dimen-
sion of the WR-62 rectangular waveguide. For the circular

waveguide, the lower-order cut-off frequencies fc for the
transverse electric (TE) and transverse magnetic (TM) modes
are: f TE11c = 1.84118fco = 8.679 GHz; f TM01

c =

2.40483fco = 11.336 GHz; f TE21c = 3.05424fco =
14.397 GHz; and f TE01,TM11

c = 3.83171fco = 18.062 GHz,
where fco = c/2πr = 4.713836 GHz, c is the speed of light
in free space and r = 10.122 mm is the ideal internal radius
for the WC-80 circular waveguide.

While the TE01 and TM11 modes are theoretically just
above the 18 GHz frequency of interest, within a lossy
environment, it may be possible to ‘see’ their influence at
the upper end of Ku-band. Similarly, if not completely sup-
pressed, the influence of damped TM01 and TE21 modes
may be ‘seen’ in Ku-band [17], [18]. These modes will
cause resonances, which can be suppressed with the use of
linearly-tapered resistive vanes [19], [20], as illustrated in
the mated-pair (male and female) back-to-back transitions
shown in Fig. 4, which also illustrates our quarter-wavelength
stepped-impedance tapers. Note that all three waveguide sec-
tions incorporate linear slotting groves, to accurately position
and support the resistive vanes. As can be seen in Fig. 4(b),
the simulated E-field slices show excellent mode conversion
from the input rectangular TE10 mode to circular TE11 mode
to output rectangular TE10 mode.

FIGURE 4. Simulation of the mated-pair (male and female) back-to-back
rectangular-to-circular waveguide transitions, representing a solid silver
outer structure (shown in light grey): (a) CAD rendering with higher-order
mode-suppressing linear-tapered resistive vanes (conductive PLA, shown
in black); and (b) E-field simulation plot at 15 GHz.

C. ROTARY VANE ATTENUATOR
Figure 5 illustrates the main three-section waveguide assem-
bly of the rotary vane attenuator. The central section has a
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FIGURE 5. CAD renderings for the three-section waveguide assembly of
the rotary vane attenuator, representing a solid silver outer structure
(shown in light grey): (a) complete assembly; and (b) cross-section
showing absorbers (conductive PLA, shown in black) in the fixed
transitions and the rotating center section.

male circular interface on one side and female on the other;
making it compatible with the two transitions.

As can be seen in Fig. 6, for different values of rotational
angular offsets, the simulated E-fields maintain excellent
mode conversion from the input rectangular TE10 mode to cir-
cular TE11 mode to output rectangular TE10 mode. As would
be expected, as θ increases, the E-field strength does not
changewithin the input transition; decayingwithin the central
and output transition sections.

III. ADDITIVE MANUFACTURING AND METALIZATION
A. 3-D PRINTING
Different additive manufacturing (3-D printing in this case)
technologies are employed in our RVA implementation.
At the University of Malaga, a PolyJet 3-D printer (Stratasys
Objet260 Connex3 [21]) is used for fabricating thewaveguide
parts. This printer has a z-axis build resolution that equates to
a minimum layer height of 16 µm, with x- and y-axis build
resolutions of 42 µm.
Digital ABSPlus is the polymer used for printing [22]. This

material has similar mechanical properties as conventional
ABS, but printed by jetting drops of photopolymer resin onto
the build plate. It is cured using ultraviolet light after each
layer is deposited. Digital ABS Plus exhibits high impact
strength with high-temperature resistance and heat deflection
temperature up to 95◦C. This material also offers a polymer-
ized density of only 1.18 g/cm3 [23] (c.f., brass, having a
density of 8.73 g/cm3, traditionally used in the fabrication of
waveguides at microwave frequencies).

As will be fully discussed in Section IV, the resistive vanes
are realized using Proto-pasta conductive PLA,which is FDM
3-D printed (using a Raise3D Pro 2 printer) at Imperial Col-
lege London.

Finally, all othermechanical parts (i.e., screw, bi-directional
clamps and support stand) are made by FDM 3-D printing
(using an Ultimaker 3 printer) of conventional ABS, having
a minimum layer thicknesses of approximately 60 µm.

B. METALIZATION
The polymer-based waveguide parts are fully metallized,
using the commercial Jet MetalTMsilver spray process, which

is reported to have a thickness dependent volume resistivity
that matches pure bulk silver of 1.59µ�.cm, with 2.5 to 3µm
thick layers [23]. This process is based on a sequential supply
of silver ions (Ag+) and a reducing agent, using a double
nozzle paint spraying gun. The thickness of the silver layer
is controlled by monitoring the time allowed for the reaction,
as this is a well understood process, dependent on a specific
ambient temperature and pressure [23].

Here, the Digital ABS Plus parts are metallized with
a 2 µm thick layer of silver, which is over three times
the skin depth δ at the lowest frequency of operation
(i.e., δ(12 GHz) ∼ 0.6 µm).

IV. MATERIAL CHARACTERIZATION
Characterization of 3-D printed building materials is of
particular interest at both X- and Ku-bands, because high
performance passive waveguide components (even those
having complex structures) can be easily manufactured
at these frequencies. For example, Shin et al. recently
demonstrated a fully integrated polymer-based 3-D printed
Ku-band steerable phased-array antenna subsystem, consist-
ing of 26 waveguide circuit elements (1× flange, 6×mitred
bends, 3 × power splitters, 4 × tunable delay lines, 4 × 90◦

twists, 4 × bent interconnects and 4 × H-plane sectoral horn
antennas) [8].

Using two simple characterization approaches,
Huber et al. [24] reported results from 2 to 10 GHz for
3-D printed Proto-pasta conductive PLA. This filament is
made by ProtoPlant Inc. (USA), for FDM 3-D printing; the
polymer composite is made with Natureworks 4043D PLA,
a dispersant and 20% conductive carbon black powder [25].

Using 1 cm × 1 cm × 1 cm cubic samples, ProtoPlant
measured its DC resistance by simply clamping two full sheet
conductors on opposite surfaces of the sample [25]. With
molded resin (i.e., not 3-D printed), they report a volume
resistivity at DC of 15��cm. With 3-D printed samples, they
reported effective volume resistivities at DC ρo of 30 ��cm
along layers (x-y plane of the build surface) and 115 ��cm
against layers (build z-direction) [25], [26]; clearly indicating
anisotropic behavior at DC. With the former, from a detailed
study by Flowers et al. with Proto-pasta conductive PLA at
low frequencies, ρo was found to be 12 ��cm along lay-
ers [27]. With the latter, Huber et al. [24] re-quote the value
of 115 ��cm from ProtoPlant.

The first characterization approach [24] involves a 1 inch
length sample inserted into a custom 3 inch air-filled com-
puter numerical control (CNC)-milled split-block X-band
(WR-90) metal-pipe rectangular waveguide; reporting aver-
age values for complex effective relative permittivity ε̃reff =
ε′reff − jε

′′
reff . For example, the dielectric constant (ε′reff ) and

loss tangent (tanδ = ε′′reff /ε
′
reff ) of 6.414 and 0, respectively,

were reported for their FDM 3-D printed conductive PLA
sample, using a waveguide slotted-line measurement sys-
tem and recording the voltage standing-wave ratio (VSWR)
and phase shift with its Klystron source operating from
9 to 10 GHz [24]. The direction of propagation for the
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FIGURE 6. E-field simulation plots at 15 GHz for different values of rotational angular offsets: (a) θ = 0◦; (b) θ = 6◦; (c) θ = 18◦;
(d) θ = 30◦; (e) θ = 42◦; (f) θ = 54◦; (g) θ = 66◦; (h) θ = 78◦.

TE10 mode within the dielectric-filled section of MPRWG is
against layers [28].

The second characterization approach [24] employs the
Keysight 85070E Dielectric Probe Kit (high-temperature
configuration [29]), using one-port open-ended coaxial line
measurements of their 1 cm × 1 cm × 1 cm cubic samples;
with its 19 mm diameter flange, the dielectric probe is first
calibrated using the default air, short and water calibration
standards. Note that this kit is more suited for liquids and
semi-solids, with Keysight stating the following caveats [29]:
(i) ‘‘Material is ‘‘infinite’’ in size, non-magnetic, isotropic
(uniform orientation) and homogeneous (uniform composi-
tion)’’; (ii) ‘‘Solids have a single, smooth, flat surface with
gap-free contact at the probe face.’’ and ‘‘sample must be as
flat as the probe face, which is lapped to ± 100 µ inches.’’
(i.e., ±2.54 µm); (iii) ‘‘Not recommended for low loss (loss
tangent < 0.5) materials with ε′reff > 5’’; and (iv) sample

‘‘diameter > 20 mm’’ and ‘‘thickness > 20 mm/
√∣∣ε̃reff ∣∣.’’

Practical FDM 3-D printed samples are neither isotropic,
homogeneous or capable of having truly flat surfaces [30].
Nevertheless, with the dielectric probe placed against the
much smoother bottom build surface [28], Huber et al. found
the conductive PLA sample to be frequency dispersive from
2 to 10 GHz; with ε′reff decreasing and both ε′′reff and tanδ
increasing as frequency increases, and reporting average val-
ues of ε′reff = 6.811 and tanδ = 0.493 from 9 to 10 GHz [24].

In 2017, Faenger et al. reported the spectroscopic results
for their 3 cm × 3 cm × 1 cm Proto-pasta conductive
PLA sample, between 0.25 and 7 GHz [31]. Unfortunately,
no details were given on the 3-D printer used or spec-
troscopic techniques employed in their work. Nevertheless,
as expected, ε′reff decreases as frequency increases; while the
loss tangent remained relatively constant with tanδ ≈ 0.5
across this relatively ultra-broad bandwidth.

More recently, in 2018, Kjelgard et al. characterized FDM
3-D printed Proto-pasta conductive PLA (which they refer to
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TABLE 1. Microwave dielectric properties for Proto-pasta conductive PLA reported and †calculated to a first-order of approximation.

as ‘graphite/PLA’) in the WR-284 band (2.60 to 3.95 GHz)
[32], [33] and verified their results using the commercial
Keysight N1500A-100 Materials Measurement Suit [34].
In their work, with target dimensions of 72.136 mm ×
34.036 mm × 10 mm (in practice having slightly cham-
fered corners), a cuboid is 3-D printed using the Ultimaker
3 printer (with 100 µm layer thickness and 100% infill
settings), having a direction of propagation for the TE10
mode against layers [33]. Kjelgard et al., also found their
conductive PLA sample to be frequency dispersive, between
2.4 to 4 GHz, with extracted values of ε′reff (2.4 GHz) = 30.0
and ε′′reff (2.4 GHz) = 46.9 decreasing to ε′reff (4 GHz) =
16.0 and ε′′reff (4 GHz) = 30.1; resulting in an increasing loss
tangent, from tanδ(2.4 GHz) = 1.6 to tanδ(4 GHz) = 1.9.
It is interesting to note that, to a first-order of approx-

imation, the imaginary part of the effective relative per-
mittivity ε′′reff ∼ (ωεoρo)

−1 ∼= 1.80/ρo at 10 GHz,
where ω is angular frequency and εo is the permittivity
of free space; giving an order-of-magnitude prediction of
ε′′reff (10 GHz) ∼ 2 against layers, using the effective vol-
ume resistivity quoted by ProtoPlant [25]. This can be
compared with those by Huber et al. [24], with extracted
average ε′′reff values of 0 and 3.358, from 9 to 10 GHz, from
their respective first and second characterization approaches.
Moreover, with ε′′reff ∼ (ωεoρo)

−1 ∼= 6.00/ρo at 3 GHz,
a value of ε′′reff (3 GHz) ∼ 5 against layers, predicted
using ProtoPlant data, can be compared with 39.2 from
Kjelgard et al. [32].

Due to the significant opacity (i.e., optical depth) of
conductive PLA, accurately characterizing this mate-
rial is challenging at millimetre-wave frequencies and
shorter wavelengths. Nevertheless, Hernandez-Serrano et al.
reported the refractive index and absorption coefficient
between 0.4 and 3 THz, using terahertz transmission
spectroscopy; from a 220 µm thick solid disk sample,
FDM-printed using a 400 µm Olson ruby nozzle (3DVerk-
stan AB, Sweden) [35]. With opacity values increasing
from approximately 1 to 6, as frequency increases from
0.4 to 3 THz, Proto-pasta conductive PLA can be considered
as semi-opaque within this particular frequency range [35].
A summary of reported results for the microwave charac-

terization of Proto-pasta conductive PLA is shown in Table 1.
It can be seen that, even though there is agreement that
this FDM 3-D printed material exhibits frequency dispersive
dielectric properties, the little information that is reported in
the open literature is very inconsistent.
With FDM 3-D printing, just as very high loss conductive

PLA has demonstrated its use as a key part for realizing
a 3-D printed mechanically tunable variable attenuator [9],
very low loss ABS has demonstrated its use as a key part
for realizing 3-D printed mechanically tunable variable phase
shifters [7], [8].
Sun and Lucyszyn recently proposed an accurate spec-

troscopic technique, based on free-space measurements of a
dielectric sheet sample under test, using a graphical approach
for material characterization [36]. This was then adapted for
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rectangular waveguide measurements and further enhanced
to resolve ambiguities in the n−κ solution space for complex
refractive index ñ = n− jκ [30]; with FDM 3-D printed ABS
being the dielectric under test at X-band. In this new work,
FDM3-D printed ABS is characterized at Ku-band, to act as a
verification reference material, as there is no scientific reason
for its dielectric constant to change significantly between
X- and Ku-band frequencies. Here, the direction of propaga-
tion for the TE10 mode within the dielectric-filled MPRWG
thru line is also against layers [30]. In addition, FDM 3-D
printed Proto-pasta conductive PLA is characterized at both
X- and Ku-bands and directly compared with the results at
X-band from Huber et al. [24].

A. MEASUREMENT SET-UP
All measurements were performed by the U.K.’s National
Physical Laboratory (NPL), using a vector network analyzer
(VNA); with a pair of standard waveguide test ports and
calibrated with either WR-90 [30] or WR-62 [8] waveg-
uide primary reference standards. The measurement set-up
employs a MPRWG thru line for each band; these are
nominally air-filled quarter-wavelength sections of MPRWG
operating in the dominant TE10 mode (normally used as
a calibration standard). The cuboid samples are inserted
to completely fill (ideally) the thru line; having tar-
get internal cross-section dimensions for X-band(WR-90)/
Ku-band(WR-62) of: width a = 22.860/15.7988 mm and
height b = 10.160/7.8994 mm. In addition, length l =
9.626/6.676 mm for X/Ku-bands. Note that l = λg/4 corre-
sponds to a quarter-wavelength air-filled MPRWG thru line

at a frequency fλg/4 = c/4l �
√
1+ (2ml/a)2 for TEm0

modes; with our lengths, this frequency is approximately
the geometric mean between the recommended waveguide
band-edge frequencies. Similarly, l = λg/2 corresponds to
a half-wavelength air-filled MPRWG thru line at a frequency

fλg/2 = c/2l �
√
1+ (ml/a)2 for TEm0 modes.

B. CUBOID SAMPLE AND VANE 3-D PRINTING
FDM 3-D printing was used to fabricate all the cuboid sam-
ples and resistive vanes; with different part types printed
in separate batches, and multiple batch printing to pro-
vide redundancy. The ABS reference sample was fabri-
cated with Formfutura’s 2.85 mmfilament diameter Premium
ABS – White – using an Ultimaker 2 FDM 3-D printer.
The Ultimaker Cura [37] slicing software was set to produce
a 100 µm layer height and 100% theoretical infill density.
This manufacturing setup was previously demonstrated at
Ku-band [8], but only the dielectric properties extracted at
X-band were used [30].

The 3-D printed Premium ABS – White – reference
is believed to be chemically the same as the Premium
ABS – Frosty White – used by Sun et al. [30] with our
X-band characterization, both sourced from Formfutura B.V.
(Netherlands) with a rebranding from ‘Frosty White’ to
‘White’; this ensures material traceability. Figure 7(a) shows

FIGURE 7. Ku-band FDM 3-D printed ABS reference sample photographs
for TE10 mode propagation against layers (in the build z-direction):
(a) standalone, showing small defects when compared to an ideal cuboid;
and (b) in-situ within the MPRWG thru line with TE10 mode propagation
against layers.

the standalone Ku-band sample, while Fig. 7(b) shows the
same sample snuggly fitting inside the MPRWG thru line.

In practice, scalloping (in the form of sinusoidal-like sur-
face patterning) exists along the vertical build z-direction,
having a spatial period of 100µm –matching the layer height
printer setting [6]. Moreover, the sub-100% infill and the
straight paths of the alternating layers printed orthogonal to
one another has been previously described as a 3-D woodpile
structure (being non-homogeneous and porous) [30]. There-
fore, dielectric anisotropy is inherently introduced from the
geometric orientation of the unintended air channels; void
densities are expected to be different along and against layers.

In addition, X- and Ku-band Proto-pasta conductive PLA
cuboid sample pairs are manufactured, such that the direc-
tion of propagation for the dominant TE10 mode within the
dielectric-filled MPRWG thru line is oriented both along and
against layers, as illustrated in Figs. 8(a) and 8(b), respec-
tively, in order to observe the inherent effects of dielectric
anisotropy with FDM 3-D printing.

With both the cuboid samples and resistive vanes, because
the 1.75 mm filament diameter Proto-pasta conductive PLA
filament is more flexible (due to the addition of carbon
black powder), a different FDM 3-D printer setup had to
be adopted. Ultimaker 2’s extrusion system has inherent lag
between the extruder’s feed gear and its hot-end nozzle,
which causes flexible filaments to stretch and tangle within
the extruder. As a result, the Raise3D Pro2 3-D printer is
chosen, as it has a direct-drive extrusion system that feeds
the filament directly into the hot-end nozzle. In addition,
with the IdeaMaker slicing software [38], our custom print
setup gives a slower print speed (50% slower than that for
dielectric PLA) and higher printing temperature (30◦C higher
than that for dielectric PLA) to prevent nozzle blockage
and abrasion. Moreover, the top surface of each 3-D printed
sample is smoothed using the IdeaMaker’s surface ironing
function. Finally, the cuboids are lightly trimmed with high
grit sandpaper, to ensure a snug fit inside the MPRWG thru
line. In practice, the cuboids have X/Ku-band average spatial
dimensions of a = 22.66/15.60 mm, b = 10.05/7.83 mm and
l = 9.58/6.76 mm; errors of up to 2.3% clearly indicates
non-ideal manufacturability using our low-cost FDM 3-D
printer technology.
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FIGURE 8. FDM 3-D printed Proto-pasta conductive PLA cuboid sample
pairs: (a) orientation illustration for TE10 mode propagation along layers
(in the x-y plane of the build surface); (b) orientation illustration for TE10
mode propagation against layers (in the build z-direction); (c) photograph
of the X-band (left half) and Ku-band (right half) similar sample pairs.
TE10 mode propagation along layers (top row) and against layers (bottom
row). The major divisions on the ruler scales are in units of centimeters;
and (d) X-band (left) and Ku-band (right) samples in-situ within MPRWG
thru lines with TE10 mode propagation against layers.

The rotary vane inserts did not require further processing,
as they were sufficiently thin and showed a good fit inside the
circular waveguide sections. Themanufactured vane is shown
in Fig. 9. Here, five 100 µm thick layers are printed, giving a
target vane thickness of 500 µm (c.f., commercial RVA that
employ vanes having a thickness of only 100µm); in practice
this was measured to be ∼ 440 µm – while the average
thickness for the complete set of five parts for the RVA is
approximately 460 µm. The theoretical 100% infill density
was also not achieved, as seen by the woodpile structure from
the bottom two layers that are visible in Fig. 9(b).

In practice, the resulting infill is approximately 50%
(mainly due to a reduced extrusion flow rate for the bottom

FIGURE 9. 3-D printed Proto-pasta conductive PLA resistive vanes with
propagation along layers: (a) complete set of five parts for the RVA;
(b) bottom surface of the rotary vane, complete view (left) and zoomed-in
view (right); (c) top surface of the rotary vane, complete view (left) and
zoomed-in view (right). The central piece has a vertical height of 20.3 mm
and tip-to-tip width of 36.7 mm, while the printed track spacing has a
period of 400 µm.

two layers), with 3-D printed track widths reduced from the
ideal 400 µm setting to only∼200 µm; this avoids the vanes
sticking to the build plate. It can be seen in Fig. 9(c) that the
top layer is ironed and so the infill density cannot be easily
established.

C. KU-BAND ABS SAMPLE CHARACTERIZATION
The measured |S11|2 and |S21|2 for the ABS-filled MPRWG
thru section are shown in Fig. 10(a) for Ku-band. Using the
simplistic brute-force fit of |S21|2 (with the very accurate vari-
ational method [30]) at the Fabry-Perot resonance frequency
of 15.80 GHz yields values of ε′reff (15.80GHz) = 2.3725 and
tanδ(15.80 GHz) = 0.0014. Alternatively, using the accu-
rate automated renormalization spectroscopic technique [30],
the extracted dielectric properties for the ABS reference sam-
ple is shown in Fig. 10(b). This technique is exactly the same
as described by Sun et al. [30] and employs single (l-)stage,
l-stage with perfect electrical conductor (PEC) reflection,
cascaded (2l-)stage and a half (l/2-)stage in order to perform
the extraction. The software algorithm was first run with
a coarse 100 × 100 grid resolution, within the following
expected bounds: 1 < ε′reff < 15 and 0 < tanδ < 1.5. Then,
a small portion of the solution space was identified and the
grid resolution was increased to 1000 × 1000.
Due to the inhomogeneity caused by FDM 3-D print-

ing, spectral anomalies are excited at 14.25, 15.75 and
16.90 GHz, corresponding to the high Q-factor TE201,
TE011 and TE111 open-box mode resonances, respectively.
As a result, the extracted dielectric properties in the
vicinities of these frequencies should be ignored in prac-
tice [30]. As such, the dielectric constant will not exhibit
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FIGURE 10. FDM 3-D printed Formfutura Premium ABS (White) reference
sample characterization at Ku-band: (a) S-parameter measurements for
the dielectric-filled MPRWG thru line, with

∣∣S11
∣∣2 in green and

∣∣S21
∣∣2 in

blue; and (b) extracted dielectric properties, with dielectric constant ε
′

reff
in blue and loss tangent tanδ in black.

any significant frequency dispersion within Ku-band. The
resulting band-average values extracted for dielectric con-
stant and loss tangent are ε′reff = 2.36 and tanδ = 0.0016
across Ku-band; which are very close to values obtained using
brute-force extraction. Moreover, the FDM 3-D printed ABS
samples previously reported for X-band, have band-average
extracted values of ε′reff = 2.31 and 2.33 for two inde-
pendent samples and tanδ = 0.0015 for both samples; this
demonstrates good agreement (<2.2% discrepancy) in the
dielectric constant, between our new results at Ku-band and
those previously reported at X-band [30].

The closeness of agreement within and between these
bands provides excellent verification for our conductive PLA
characterization process; while open-box mode resonances
are strongly damped with conductive PLA samples.

Note that, in 2016, Castles et al. characterized ‘pure ABS’
across Ku-band [39]. This particular ABS is MFI-22 (Styro-
lution, Germany). Its raw pellets were subsequently extruded
into filaments (with a number of other intermediate process-
ing steps, which includes drying polymer sheets that are then
ground using a kitchen blender into a coarse powder) and
finally samples are 3-D printed using a Makerbot Replicator
2X desktop 3-D printer. Values of ε′reff = 2.57 and tanδ =
0.469 were reported for their ‘pure ABS’ at 14.83 GHz, using

a split-post dielectric resonator method. The dielectric con-
stant value was confirmed using 7.9 mm × 15.8 mm rectan-
gular waveguide measurements, with a Nicholson-Ross-Weir
extraction method, giving a band-average ε′reff = 2.60 across
Ku-band. There are many reasons for the differences in
extracted dielectric property values, between those reported
here and by Castles et al., which are attributed to material
processing, printing and metrology [30].

D. X-AND KU-BAND CONDUCTIVE PLA SAMPLE
CHARACTERIZATION
The measured |S11|2 and |S21|2 for the conductive PLA-filled
MPRWG thru section are shown in Fig. 11(a) for both
X- and Ku-bands. As expected, the blue lines show the inser-
tion loss being consistently higher for propagation of the TE10
mode against layers; clearly demonstrating the anisotropic
nature of FDM 3-D printed samples, even when printing with
a theoretical 100% infill [30].

Depending on the length of MPRWG thru line, the dom-
inant Fabry-Pérot (and TE101, TE201, TE011 and TE111
open-box mode) resonance frequencies may be found below
the recommended lower waveguide band-edge frequency,
because of the relatively high dielectric constant of con-
ductive PLA; while higher-order modes may be found
in-band. Moreover, because of the very high loss tan-
gent, all modes will be heavily damped; causing extreme
frequency broadening of all resonances. For this reason,
distinct magnitude-frequency resonance features will not
be easily seen in-band. Moreover, the influence from
out-of-band Fabry-Pérot resonances may extend into and
across the waveguide band. Fortunately, the phase-frequency
response for the forward voltage-wave transmission coef-
ficient 6 S21 (f ) is well-defined, even with very lossy
dielectrics, and so this can be used to find (anti-)resonances.
With TEm0 modes, it has been previously shown that the
first-order Fabry-Pérot driven resonance frequency fFP1 =
fλg/2/

√
ε′reff for a lossless dielectric [30]; the equality turns

into an ever-greater approximation as the dielectric loss
increases and as fFP1 moves ever-further below the recom-
mended lower waveguide band-edge frequency. Similarly,
with TEm0 modes, it can be shown that the first-order Fabry-
Pérot driven anti-resonance frequency fFPA1 = fλg/4/

√
ε′reff

for a lossless dielectric. Indeed, all orders of Fabry-Pérot
(anti-)resonance frequencies can be determined by set-
ting l = p � λg/4, where p ∈ [1, 2, 3, . . .]; odd-p
gives [N = (p+ 1) /2]-order anti-resonances and even-p
gives [N = p/2]-order resonances, where N is the order of
destructive/constructive interference. Note that, with con-
structive transmission interference only, odd-N has even
and even-N has odd electric Ey(z)-field symmetry, respec-
tively, when looking at electromagnetic field simulations.
Using the textbook expression for real guided-wavelength,
with TEm0 modes, the Fabry-Pérot (anti-)resonance fre-
quencies fFP(A)(p) for a lossless dielectric can be deter-
mined with the following closed-form analytical expression
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FIGURE 11. FDM 3-D printed Proto-pasta conductive PLA sample characterization at X- and Ku-bands: (a) loss measurements for the
dielectric-filled MPRWG thru line, with

∣∣S11
∣∣2 in green and

∣∣S21
∣∣2 in blue (the latter has an typical uncertainty at NPL of ± 0.03 dB in these

bands); (b) extracted complex refractive index ñ, with index of refraction n in blue and extinction coefficient κ in green; and (c) extracted complex
effective relative permittivity ε̃reff , with dielectric constant (Dk) ε

′

reff in blue and loss tangent (Df) tanδ in black. Individual measurement
extracted dielectric parameters are represented by dotted lines, while curve-fittings across combined X- and Ku-bands are represented by solid
lines. Results from Pelton et al. dispersion modeling are represented by red dotted (individual bands) and solid (combined band) lines.

(for non-magnetic materials):

fFP(A)(p) =
c/
√
ε′reff

4l
�

√
p2 +

(
2ml
a

)2

(1)

However, for materials with arbitrary dielectric losses, the
Fabry-Pérot (anti-)resonance frequencies cannot be deter-
mined using (1). Instead, the forward voltage-wave trans-
mission coefficient S21 can be exploited using the following
general expressions (for non-magnetic materials) [30]:

S21 =

[
1− Γ 2

0

1− (Γ0P)2

]
P (2)

where, the zero-order electric-field wave (or complex
Fresnel) reflection coefficient Γ0 at the interface between
the reference air-filled and dielectric-filled sections

of a MPRWG is,

Γ0 =
ZTEm0 − ZairTEm0

ZTEm0+ZairTEm0

(3)

where, for TEm0 modes, the complex wave impedance ZTEm0
for a dielectric-filled MPRWG is,

ZTEm0 =
ηo√

ε̃reff −
(
mλo
2a

)2 (4)

and, for TEm0 modes, the complex wave impedance ZTEm0
for an air-filled MPRWG is,

ZairTEm0 =
ηo√

1−
(
mλo
2a

)2 (5)
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TABLE 2. In-band Fabry-Pérot (anti-)resonance frequencies extracted from the measured phase-frequency response for the forward voltage-wave
transmission coefficient with TE10 mode propagation against layers.

The complex propagation factor P = e−j2π l/λ̃g , where the
complex guided-wavelength is,

λ̃g =
λo√

ε̃reff −
(
mλo
2a

)2 (6)

where, ηo is the intrinsic impedance of free space and
λo = c/f is the wavelength in free space.

Now, using (2)-(6), we determine the Fabry-Pérot
(anti-)resonance frequencies by solving for the following
unwrapped/wrapped phase angle crossing points:

6 S21
(
fFP(A)

)∣∣
unwrapped ≡ −p � π/2 for all (anti−) resonances (7)

6 S21
(
fFP(A)

)∣∣
wrapped


−π/2 odd anti− resonances
±π odd resonances
+π/2 even anti− resonances
0 even resonances

(8)

It has been found, through differential-phase group delay
simulations, that the in-band phase-frequency response of
6 S21(f ) is almost linear when both ε′reff & 17 and tanδ &
0.7. As dielectric constant decreases below ∼17, the min-
imum loss tangent must increase above ∼0.7, to main-
tain linearity (e.g., when ε′reff & 7, tanδ & 1). Having
(near-)linearity is useful, as it allows nearby out-of-band
Fabry-Pérot (anti-)resonance frequencies to be predicted
using linear extrapolation from in-band measurements.

For both X- and Ku-band, Table 2 shows the in-band
Fabry-Pérot (anti-)resonance frequencies extracted from
measurements for TE10 mode propagation against layers.
With our choice ofMPRWG thru line, only fFP2(p = 4) found
from the 6 S21(fFP2) = 0 crossing point and fFPA3(p = 5)
found from the 6 S21(fFPA3) = −π/2 crossing point are
located in-band. Here, the worst-case discrepancies are only
±0.4% and ±0.25% in (anti-)resonance frequencies with
similar sample pairs for X-band and Ku-band, respectively.

The original Nicolson-Ross-Weir (NRW) method (with
wrapped phase angle correction) represents a well-
established approach for extracting ε̃reff directly at
microwave frequencies, with the use of a modern VNA [30].
However, this ‘Original NRW’ method suffers from a math-
ematical instability around the Fabry-Pérot resonance fre-
quency and so this is not recommended [30]; this approach

was used by Kjelgard et al. [32] and Kjelgard [33]. For-
tunately, the ‘Modified NRW’ approach for extracting the
combined complex value for µ̃r ε̃reff can be employed [30],
since the complex effective relative permeability µ̃r ∼= 1
(with both carbon and PLA being non-magnetic materials).
Alternatively, ε̃reff can be extracted directly using both the
manual graphical and automated renormalization spectro-
scopic approaches [30].

Note that the ‘Modified NRW’ method was not applied
to the ABS characterization process. The reason is that
the NRW methods inherently assume a lossless MPRWG
thru line. Since the loss tangent of our ABS samples
are so small, any MPRWG wall losses artificially inflate
the extracted loss tangent of the cuboid; while this infla-
tion is insignificant when compared to the loss tangent of
conductive PLA.

Using the ‘Modified NRW’ approach (and confirmed
using our automated renormalization spectroscopic method),
the extracted dielectric properties for the conductive PLA
samples are shown in Fig. 11(b) for complex refractive index
ñ = n−jκ =

√
µ̃r ε̃reff and in Fig. 11(c) for the dielectric con-

stant and loss tangent; again, treating both X- and Ku-bands
independently. Here, all the extracted dielectric parameters
for the individual cuboids are represented by dotted lines.

As expected, anisotropic behaviour can be clearly seen,
with consistently higher values of complex refractive index
and effective relative permittivity with propagation against
layers. It is also found that, with propagation against layers,
the similar sample pairs for each band gives consistent results,
but those between bands differ; suggesting that linear spatial
dimensional scaling laws may not apply to ‘woodpile’ type
structures. With propagation along layers, none of the four
cuboids give consistent results; suggesting that this print
orientation is more sensitive to manufacturing tolerances.
The extracted results from similar sample pairs were aver-
aged (at each frequency) and purely empirical model curve
fitting (using a simple power law) was applied across the
combined X- and Ku-bands, represented by the solid lines
in Figs. 11(b) and 11(c). The model parameters (with coef-
ficient of determination R2 > 0.91), as well as the more
accurate fits for individual bands (with R2 > 0.99), are
given in Table 3. Resulting dielectric property values from
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TABLE 3. Measurement extracted power law curve fitting parameters for dielectric constant (Dk) and loss tangent (Df).

the combined X- and Ku-band power law model are given
in Table 1. From 9 to 10 GHz, against layers, the aver-
age dielectric constant and loss tangent are 11.9 and 0.89,
respectively. Both values are approximately double those
reported by Huber et al., for the same frequency range, hav-
ing respective values of 6.811 and 0.493 with their second
method [24].

It has been shown here that FDM 3-D printed Proto-
pasta conductive PLA is frequency dispersive across both
X- and Ku-bands. However, the first-order approximation
ε′′reff (ω) ∼ (ωεoρo)

−1, which exploits electrostatic
measurements of intrinsic volume resistivity at DC, is over-
simplistic. As a result, a physical model was used to charac-
terize the cuboids over an extended frequency range. Here, the
Pelton et al. dispersion model (similar in form to the Cole-
Cole dispersion model) is applied to the complex effective
volume resistivity (also known as ‘impedivity’ or ‘specific
impedance’) ρ(ω) = ρ′(ω) + jρ′′(ω) =

(
jωεoεreff (ω)

)−1,
where ε′′reff (ω) 6=

(
ωεoρ

′(ω)
)−1 and ρ′′(ω) < 0 with

a capacitive sample (normally associated with dielectric
materials) [40]:

ρ (ω) = ρ∞ +
1ρ

1+ (jωτ)1−αρ
(9)

where, ρo and ρ∞ are the low frequency (DC) and
high frequency (infinite) limits, respectively, of impedivity;
1ρ = (ρo − ρ∞) is the impedivity increment; τ is a
phenomenological relaxation time with ωT = 1/τ giving
the ‘top’ angular frequency;

(
1− αρ

)
is the Cole-Cole model

exponent and 0 ≤ αρ ≤ 1 is the dispersion parameter [40].
Impedivity modeling is only applied to the more consistent
similar sample pairs (having propagation against layers), for
both X- and Ku-bands, as shown by the dotted red lines
in Figs. 11(c) and 12.

It can be seen that the Pelton et al. dispersion model [40]
can give a good fit to each individual band, using (9) with the
parameter values given in Table 4. By taking the arithmetic
mean parameter values from the individual bands, a crude

FIGURE 12. Complex impedivity plane mapping. Solid black lines
represent extracted values for individual samples. Results from
Pelton et al. dispersion modeling are represented by red dotted
(individual bands) and solid (combined band) lines.

TABLE 4. Measurement extracted impedivity modeling parameter values
with (9) for similar sample pairs having propagation against layers.
Parameters for the combined band are the arithmetic means from the
individual bands.

combined band approximation can be made, as shown by the
solid red lines in Figs. 11(c) and 12.

Impedivity modeling using (9) gives an indirect way of
extrapolating the effective volume resistivity at DC. From
Table 4, it can be seen that ρo is approximately one quarter of
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the 115 ��cm value for measurement against layers reported
by ProtoPlant [25], [26]. When comparing the parameter
values for the individual X- and Ku-bands, it can be seen
from Table 4 that there are ±5% and ±8% discrepancies
between the high and low frequency limits of impedivity,
respectively. The reason for this is unknown; the ±1.3%
discrepancy in the measured specific density of the samples
for the two bands does not fully account for this anomaly,
with further investigation beyond the scope of this paper.

The very low frequency characteristics of any material
represent an important datum point for frequency dispersion
modeling. An initial attempt was made to directly character-
ize the effective volume resistivity at DC, with all our eight
samples on display in Fig. 8(c), using four-point resistance
measurements at DC. Our measurement holder was similar
to that described by ProtoPlant. To minimize errors due to
surface roughness, a very thin layer of aluminum foil makes
conformal contact over the irregular flat surface of the 3-D
printed cuboid. A copper wire mesh is pressed against the
foil on one side, with a rigid insulating sponge on its other
side. Finally, these two conformal electrode assemblies are
attached to opposite faces of the cuboid with a G-clamp.
It was interesting to observe the measured resistance exhibit-
ing an inverse proportionality to both time and the force
exerted by the G-clamp, irrespective of print orientation.
In contrast to solid (non-3-D printed) dielectric cuboids,
which could be measured satisfactorily, no stable measure-
ments could be extracted from a resistance that continued to
decrease with both time and force; while excessive G-clamp
force also risked non-visible internal damage to the samples.
In summary, our initial attempts to measure the DC resistance
of the unique FDM 3-D printed conductive PLA cuboid
samples (having a ‘woodpile’ type of structure) only pro-
duced unreliable (i.e., non-reproducible) results. This unusual
behaviour deserves further investigation, which is beyond the
scope of this paper. In addition, microwave measurements in
other frequency bands would help to develop our Pelton et al.
dispersionmodel; again, this is beyond the scope of this paper.

V. WAVEGUIDE TRANSITION RESULTS
Mated-pair transitions, illustrated in Fig. 4, were simulated
using the commercial electromagnetic High Frequency Struc-
ture Simulator (HFSS) software. Here, the extracted dielec-
tric properties for conductive PLA, given in Table 3, were
used. The resulting S-parameter predictions, along with the
associated measurements are given in Fig. 13. It can be
seen that our PolyJet 3-D printed mated-pair back-to-back
transitions generally has a measured insertion loss between
0.6 and 0.8 dB and input return loss better than 20 dB, across
Ku-band; both matching well with predictions.

There are also unpredicted ripples in the measured results,
being most pronounced between 15 and 16 GHz; this may be
attributed to the damped excitation of the TE21 mode. Nev-
ertheless, the overall measured performance across Ku-band
pays testament to the excellent combination of employing

FIGURE 13. Measured PolyJet performance and associated HFSS
simulated predictions for the mated-pair back-to-back transitions
illustrated in Fig. 4: (a)

∣∣S21
∣∣2 responses; and (b)

∣∣S11
∣∣2 responses.

PolyJet 3-D printing and commercial JetMetalTM silver spray
metalization.

VI. ROTARY VANE ATTENUATOR RESULTS
Figure 14(a) shows the experimental setup for the assembled
rotary vane attenuator, while Fig. 14(b) shows the various
resistive vanes slotted in situ into one transition and the
rotating central section having an average internal radius
of 10.35 mm (being approximately 2.3% larger than the ideal
value).

As with the mated-pair transitions, HFSS simulations were
performed using the extracted dielectric properties for con-
ductive PLA, given in Table 3. The predicted performance
is shown in Figs. 15(a) and 15(b) for the transmission and
reflection responses, respectively. The insertion loss response
is relatively flat across Ku-band, having a mid-band atten-
uation range of 20 dB; while the input return loss is bet-
ter than 20 dB, from 13 to 18 GHz, across the 78◦ tun-
ing range. Moreover, changes in attenuation increase with
incremental increases in the value of rotational angular off-
set, due to the sec(θ) dependency; resulting in the expected
increase in tuning sensitivity as θ → 90◦. As expected,
Fig. 15(c) shows that the predicted monotonic behaviour of
the differential-phase group delay response does not vary
significantly across Ku-band over the 78◦ tuning range.
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FIGURE 14. Photographs of the all 3-D printed rotary vane attenuator:
(a) complete assembly being measured in situ; (b) waveguide port view
of mode-matching transition (left), internal view of rotating center
section (middle) and side view of rotating center section (right). The black
quasi-planar septa are the FDM 3D-printed Proto-pasta conductive PLA
resistive vanes.

Figure 16 shows the measured performance of our 3-D
printed RVA, which closely matches the predicted simu-
lated performance given in Fig. 15. For example, the mea-
sured levels of insertion loss are almost identical for
θ ∈ [0, 6, 18, 30, 42, 54], with higher attenuation levels
beyond this range of rotational angular offset – due to the
increasing tuning sensitivity to our basic 3-D printed tun-
ing screw implementation. Nevertheless, with θ = 78◦,
the mid-band tuning range has increased to 29 dB.

The theoretical and measured tuning behavior for the 3-D
printed prototype RVA is given Fig. 17, at mid-band and both
band edges. In practice, the ideal theoretical model should
also include losses, in the form of a maximum insertion loss,
represented by an additional attenuation off Aoff term [3]:

A (dB) = 10log10
{
sec4(θ)

}
+ Aoff (dB) (10)

where Aoff ∼ 1.2 dB is extracted from a good visual fit
in Fig. 17. Of particular note is that the measured results

FIGURE 15. HFSS predicted RVA S-parameters for different values of
angular rotational offset θ : (a)

∣∣S21
∣∣2 responses; (b)

∣∣S11
∣∣2 responses;

and (c) differential-phase group delay with HFSS model insert.

closely match the theoretical law for all values of rotational
angular offset. However, this cannot be said for theHFSS sim-
ulation results with θ & 66◦; possibly due to the excitation
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FIGURE 16. Measured RVA S-parameters for different values of angular
rotational offset θ : (a)

∣∣S21
∣∣2 responses; (b)

∣∣S11
∣∣2 responses; and

(c) differential-phase group delay.

of an unwanted mode, caused by issues associated with inad-
equate meshing [30].

The measured input return loss is 17 dB, from
12.7 to 18 GHz, across our 78◦ tuning range. Finally, the

FIGURE 17. Calculated and measured RVA tuning behaviors at mid-band
and band edges.

measured differential-phase group delay is reasonably well
behaved.

TABLE 5. Ku-band RVA performance comparison with our 3-D printed
prototype against commercial specifications for a conventional machined
counterpart (Flann Precision RVA, model 18110 [41]).

Table 5 gives a performance comparison with our non-
optimized 3-D printed prototype RVA against a top-of-
the-range commercial counterpart that employs traditional
machining technology [41]. It can be seen that while our RVA
does not meet the extremely high levels of performance set by
the precision instrument, our 3-D printed technology is much
smaller, lighter (having only 1.5% of the mass) and cheaper
to manufacture.

VII. CONCLUSION
This paper demonstrates the potential of rapid prototyping for
the manufacture of ultra-light weight microwave rotary vane
attenuators using polymer-based 3-D printing. Without any
prior expertise inmanufacturingRVAs, the authors previously
presented the preliminary results for the prototype design [9].
This early work has now been greatly expanded here; giving
detailed design information and presenting the superior mea-
surement results using re-worked resistive vanes.

In addition, for the first time, conductive PLA has been
rigorously characterized from 8 to 18 GHz; while ABS has
similarly been characterized from 12 to 18 GHz. Using the
results from the conductive PLA characterization process,
an electromagnetic model was created for predicting the per-
formance of the RVA.
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It has been shown that, even with its complex internal
geometrical features, a mix of both dielectric and conduc-
tive PLA building materials, an assembly of multiple parts
and a mechanically rotating central section, our experimen-
tal proof-of-concept prototype RVA exhibits excellent mea-
sured performance across Ku-band. While not matching the
microwave performance of a top-of-the-range commercial
counterpart, our 3-D printed RVA has less than 1.5% of its
mass.

This tunable microwave control device represents a
higher-level of functionality for additive manufacturing,
when compared to a fixed (i.e., non-movable) 3-D printed
structure. With ever-continuing advancements in commer-
cial 3-D printer technologies and their building materials,
the performance of microwave components and subsystems
manufactured using additive manufacturing will continue to
improve. Moreover, as the costs associated with 3-D printing
decrease with time, it may be commonplace for research and
development groups to routinely 3-D print custommicrowave
components and subsystems in the not too distant future.

We believe that this 3-D printed RVA can be used as a
general purpose wideband attenuator and so it is likely to
be used in many radar, communications and measurement
systems that would normally employ either a fixed value or
variable attenuator.
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